
    
      Fig. 3 

      
        [image: thumbnail]
      

      
Different morphologies of splitting: left, explosion of an hypoeutectoid spark; top right, double explosion of an hypereutectoid spark; bottom right, constant emission of tiny sparks around an hypereutectoid spark. The sparks circled in red are the products of a single spark.



    

  
    
      Fig. 5 
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SEM image of the hypoeutectoid steel: dark gray, ferrite; light gray, pearlite. The red line represents 40 μm.
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Distance distribution of the sparks (blue) and explosions (green) for the hypoeutectoid steel with 100 N applied. We represented only the top of the bars for the distribution of the sparks for readability reasons.
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